
0920 1010 1030 1100

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

NO YES YES YES

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds

pounds
• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

17.16 10.48 10.44 38.56
13.99 22.9 23 6.2

36980 45040 53020 61020

8000.00 8060.00 7980.00 8000.00
4 4.03 3.99 4

13.99 23.07 22.93 6.22

1011 1014 1009 1008

N/A• specific gravity

28980 36980 45040 53020

0.0000 -0.0400 -0.0150 0.0010
0.0000 -0.9926 -0.3759 0.0250
703.24 703.24 703.24 703.24

703.2400 710.2900 705.8937 703.0642
Acceptable Acceptable Acceptable Acceptable

YES DO OVER YES YES

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
4.000 3.990 3.975 4.001

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

PLANT CERTIFIED FOR STATE USE

Comments on Indiviual Calibration Runs

Report
Number 09-01

01District

G. THORPEinspected by

Hwy 36 Carlotta
plant location

TOM BESS
plant owner

AC BATCHplant type
scale agency

inspection date 4/29/2009

Run Note

N/A, MICRO-MOTION

spg source

CRT

0900 0920 0935 1000
4.05 3.54 3.00 7.53
250 250 395 147

69420 67880 73760 71260
260.59 285.08 395.20 147.49

35180.00 33640.00 39520.00 37020.00
17.59 16.82 19.76 18.51

18.170 16.760 19.740 18.620
0.58 -0.06 -0.02 0.11

3.297 -0.357 -0.101 0.594

16000 15489 15489 15489
? ? ? ?

VOID Acceptable Acceptable Acceptable

34240 34240 34240 34240

MPQP



Slow Med fast LAS Slow Med Fast

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

YES YES YES

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds

pounds
• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

32.19 24.10 16.44 18.20 24.45 33.25
7.5 10.1 15.3

10000 10000 10000 500.0 500. 500.

8600.00 8580.00 8563.00 430.72 447.30 429.01
4.3 4.29 4.2815 0 0 .21536 .22365 .21450315

8.01 10.68 15.63 ? ? 0.71 0.55 0.39

1000 1000 1000 50.1807 56.7228 50.0836

1.0270• specific gravity

1400 1420 1437 69.28 52.7 70.9937

-0.0185 -0.0085 0.0000 0.0000 0.0000 -0.0005 -0.0021 -0.0000
-0.4302 -0.1981 0.0000 ? ? -0.2120 -0.9579 -0.0073

8.563 8.563 8.563 1.0001 1.0001 1.0001
8.6000 8.5800 8.5630 ? ? 1.0022 1.0098 1.0002

Acceptable Acceptable Acceptable VOID VOID Acceptable Acceptable Acceptable
YES YES YES YES YES YES

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
4.282 4.282 4.282 0.215 0.222 0.214

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

AC SPAN CALCULTED BACKWARDS  METERED/ACTUAL - AGG SPAN CALCULTED BACKWARDS  METERED/ACTUAL
AGG SPAN CALCULTED BACKWARDS  METERED/ACTUAL
INTERLOCKS OK
SAFETY GAURDS IN PLACE                          PLANT APPROVED FOR USE

Comments on Indiviual Calibration Runs

Report
Number 11-9

01District

L. Lee/G. Thorpeinspected by

Smith River
plant location

Granite
plant owner

Continuousplant type

Quality Scales
scale agency

inspection date 03/30/2011

Run Note

VALLERO

spg source

CRT

AGG
3.00 3.00 3.00
190 278 113

42800 51460 46220
192.00 278.60 226.20 ? ? ?

19200.00 27860.00 22620.00
9.60 13.93 11.31 0.00 0.00 0.00

9.450 13.990 11.260
-0.15 0.06 -0.05 0.00 0.00 0.00

-1.563 0.431 -0.442 ? ? ?

1681.4 1681.4 1681.4
1708.0889 1674.1888 1688.8663 ? ? ?
Acceptable Acceptable Acceptable VOID VOID VOID

23600 23600 23600

MPQP



1045 1120 1220

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

NO YES YES YES

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds

pounds
• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

18.04 10.02 2.26.40
14.2 25.0 1.5

27200 35780 44360

8560.00 8580.00 8580.00
4.28 4.29 4.29

14.24 25.69 113.69

1000 1000 1000

1.0260• specific gravity

18640 27200 35780

-0.0016 -0.0116 -0.0116
-0.0369 -0.2699 -0.2699

9952 9952 9552
9955.6752 9978.9361 9577.8535
Acceptable Acceptable Acceptable

YES YES YES

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
4.278 4.278 4.278

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

Comments on Indiviual Calibration Runs

Report
Number 09-11

01District

G. THORPEinspected by

N. STATE ST. CALPELLA
plant location

GRANITE
plant owner

plant type
scale agency

inspection date 4/23/2009

Run Note

VALLERO

spg source

CRT

0920 0945 1010 1030
3.00 3.00 6.00 3.00
300 300 200 400

56640 56040 67780 67840
302.80 296.80 205.50 412.00

30280.00 29680.00 41100.00 41200.00
15.14 14.84 20.55 20.60

13.960 14.720 20.490 20.610
-1.18 -0.12 -0.06 0.01

-7.794 -0.809 -0.292 0.049

18627 20201 20201 20201
? ? ? ?

VOID Acceptable Acceptable Acceptable

26360 26360 26680 26640

MPQP



1230 1300 1420 1530 1630 1715 1820

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

YES YES NO YES NO NO NO YES YES YES

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds

pounds
• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

14.05 43.28 8.59 42.14 14.04 33.30 23.45
17.22 5.66 26.7 5.8 17.1 7.27 10.16

27920 36080 44060 28080 36100 44180 27920

8040.00 8160.00 8000.00 8220.00 8020.00 8120.00 8020.00
4.02 4.08 4 4.11 4.01 4.06 4.01

17.17 5.66 27.94 5.85 17.14 7.32 10.26

7.85• specific gravity

19880 27920 36060 19860 28080 36060 19900

-0.0033 -0.0727 0.0350 -0.0924 0.0106 -0.0504 0.0030
-0.0821 -1.7819 0.8750 -2.2482 0.2643 -1.2414 0.0748
1.1179 1.1179 1.1179 1.1179 1.1179 1.1179 1.1179
1.1188 1.1382 1.1082 1.1436 1.1150 1.1320 1.1171

Acceptable VOID Acceptable VOID Acceptable VOID Acceptable
YES N O YES NO YES NO YES

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
4.017 4.007 4.035 4.018 4.021 4.010 4.013

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

PLANT CERTIFIED FOR STATE USE.
GENCORE CONTINUOS PLANT.  MULTITRONICS WEIGH BRIDGE.  MICRO MOTION MASS FLOW METER SERIES 3000 MVD SER# 08004695.
BAG HOUSE, RAP RING
INTERLOCKS O.K.
RAP AND AGG. SPAN CALCULATED BACKWARDS.

Comments on Indiviual Calibration Runs

Report
Number 09-21

01District

G. THORPEinspected by

HWY 175  KELSEYVILLE
plant location

GRANITE
plant owner

CONTINUOUSplant type

QUALITY SCALES
scale agency

inspection date 5/18/2009

Run Note

VALERO PG64-16

spg source

CRT

AGG 0800 AGG 0820 AGG 0845 AGG 0910 RAP 0930 RAP 1000 RAP 1015 RAP 1030 RAP 1100 RAP 1130
3.00 6.00 3.00 3.00 7.00 8.00 8.00 8.00 5.00 25.00
230 100 325 317 42.2 42.6 46.2 76.0 14.7

44500 40760 55160 52420 30620 32160 36260 33100 33420 33060
237.40 99.90 343.80 316.60 42.26 42.68 58.05 46.28 75.84 14.74

23740.00 19980.00 34380.00 31660.00 9860.00 11380.00 15480.00 12340.00 12640.00 12280.00
11.87 9.99 17.19 15.83 4.93 5.69 7.74 6.17 6.32 6.14

11.840 9.890 16.820 15.560 5.110 4.300 4.300 6.180 6.210 6.190
-0.03 -0.10 -0.37 -0.27 0.18 -1.39 -3.44 0.01 -0.11 0.05

-0.253 -1.001 -2.152 -1.706 3.651 -24.429 -44.444 0.162 -1.741 0.814

98696 98696 98696 98696 1.00488 1.00480 1.3296 1.80878 1.80878 1.80878
? ? ? ? 0.9695 1.3296 2.3933 1.8059 1.8408 1.7942

Acceptable Acceptable VOID Acceptable VOID VOID VOID Acceptable Acceptable Acceptable

20760 20780 20780 20760 20760 20780 20780 20760 20780 20780

MPQP



1000 1030 1200

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds

pounds
• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

20.22 43.45 15.09
160 75.5 214

54.1 55.1 54.1

54.10 55.10 54.10
.02705 .02755 .02705

0.08 0.04 0.11

• specific gravity

0 0 0

-0.0001 0.0000 -0.0001
-0.1848 0.1815 -0.1848
1.1750 1.1750 1.1750
1.1772 1.1729 1.1772

Acceptable Acceptable Acceptable
YES YES YES

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
0.027 0.028 0.027

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

DISPLAYED RATE IN LB/HR
INTERLOCKS O.K.
LAS CERTIFIED FOR STATE USE

Comments on Indiviual Calibration Runs

Report
Number 09-13A

01District

G. THORPEinspected by

HWY 175
plant location

GRANITE
plant owner

LIQUID ANTI-STRIPplant type
scale agency

inspection date 7/1/2009

Run Note MEDIUM SLOW FAST

spg source

CRT

MPQP



0900 1045 1130 1230 1315 1410 1515 1600

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds
• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

27.40 23.0 37.39 33.04 22.49 37.28 27.02 30.14
110 130 80 90 134 82 110 99

50.5 50.1 50.2 50.0 50.1 51.1 50.3 50.1

50.50 50.10 50.20 50.00 50.10 51.10 50.30 50.10
.02525 .02505 .0251 .025 .02505 .02555 .02515 .02505

0.06 0.07 0.04 0.05 0.07 0.04 0.06 0.05

• specific gravity

0 0 0 0 0 0 0 0

0.0001 -0.0000 0.0004 0.0004 -0.0003 -0.0001 -0.0002 0.0002
0.5941 -0.0798 1.5936 1.6000 -0.9980 -0.1957 -0.7555 0.5988
0.9923 0.9923 0.9923 0.9923 0.9782 0.9782 0.9782 0.9782
0.9864 0.9931 0.9767 0.9767 0.9881 0.9801 0.9856 0.9724

Acceptable Acceptable VOID VOID Acceptable Acceptable Acceptable Acceptable
YES YES NO YES

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
0.025 0.025 0.026 0.025 0.025 0.026 0.025 0.025

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

LAS CERTIFIED FOR STATE USE
NEW SPAN 0.9782
LAS RANGE 82 LB/HR TO 134 LB/HR

Comments on Indiviual Calibration Runs

Report
Number 09-40

01District

G. THORPEinspected by

CALPELLA
plant location

GRANITE
plant owner

LIQUID ANTI-STRIPplant type

IN HOUSE
scale agency

inspection date 6-24-2009

Run Note new span

spg source

CRT

MPQP



1110 1150 1235

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

NO NO NO * * *

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds

pounds
• reference scale units,
meter

0.921
• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

26.35 18.25 40.53
9.08 13.0 6.0

29140 37180 45360

8020.00 8040.00 8180.00
4.01 4.02 4.09

9.13 13.22 6.05

AUTO• specific gravity

21120 29140 37180

0.0080 0.0060 0.0130
0.1995 0.1493 0.3178
769.00 769.00 769

767.4689 767.8539 766.5635
Acceptable Acceptable Acceptable

* * *

0.2222

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
4.018 4.026 4.103

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

BOEING DRYER DRUM
INTERLOCKS TO BE REPAIRED BEFORE  PLANT CERTIFICATION
POWELL SCALE 503-508-2783

Comments on Indiviual Calibration Runs

Report
Number 09-22

01District

G. THORPEinspected by

CROCKETT BAR SMITH RIVER
plant location

TIDEWATER
plant owner

DRYER DRUMplant type

POWELL SCALE
scale agency

inspection date 7-21-2009

Run Note

MICRO MOTION

spg source

CRT

0930 950 1005 1015 1030 1045
6.12 6.15 4.13 4.14 3.10 6.12
101 101 150 150 200 100

44020 44760 45360 45240 46000 44400
97.84 100.98 154.72 153.48 212.32 99.71

19960.00 20700.00 21300.00 21180.00 21940.00 20340.00
9.98 10.35 10.65 10.59 10.97 10.17

10.322 10.377 10.494 10.600 10.880 10.358
0.34 0.03 -0.16 0.01 -0.09 0.19

3.427 0.261 -1.465 0.094 -0.820 1.849

3705 3582 3582 3635 3635 3635
3582.2418 3572.6800 3635.2487 3631.5708 3665.0689 3569.0239

VOID Acceptable Acceptable Acceptable Acceptable Acceptable

24060 24060 24060 24060 24060 24060

MPQP



1000 1020 1040

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

10.45 8.13 5.58
200 262 360

300 300 300

300.00 300.00 300.00
300 300 300

1722.49 2214.02 3225.81

1.025• specific gravity

0 0 0

-1.0000 0.5000 0.2800
-0.3333 0.1667 0.0933
2.0165 2.0165 2.0165
2.0232 2.0131 2.0146

Acceptable Acceptable Acceptable
* * *

0.1978

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
299.000 300.500 300.280

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

All weights in pounds
Warm mix Certified for State Use from 27.8  to 50.1 Lbs/Min.= 200 to 360 Gph
ProLine ProMass Coriolus Mass Flow Meter  Endress + Hauser

Comments on Indiviual Calibration Runs

Report
Number 09-40A

01District

G. Thorpeinspected by

Granite Scotioa
plant location

Telfer
plant owner

AC Batchplant type

In House
scale agency

inspection date 9-3-2009

Run Note

Evo Therm

spg source

CRT

MPQP



1300 1330 1430

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

* * * * * *

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds

pounds
• reference scale units,
meter

0.691
• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

9.45 15.51 28.13
26.6 16.3 9.1

29600 38200 27300

8640.00 8600.00 8540.00
4.32 4.3 4.27 0 0 0 0 0 0 0 0 0

27.43 16.63 9.11

1007.5 1005.4 1006.5

8.55• specific gravity

20960 29600 18760

-0.0131 -0.0020 0.0334 0.0000 0.0000 0.0000 0.0000 0.0000 0.0000 0.0000 0.0000 0.0000
-0.3032 -0.0465 0.7822
1.0842 1.0842 1.0842
1.0875 1.0847 1.0758

Acceptable Acceptable Acceptable
* * *

0.3773

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
4.307 4.298 4.303

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

Plant certified for state use.  No RAP
Aggregate interlocks O.K.
AC oil interlocks O.K.
As of 03/11/2010 RAP interlocks non-operational

Comments on Indiviual Calibration Runs

Report
Number 10-09

01District

G. Thorpeinspected by

Calpella
plant location

Granite
plant owner

Continuosplant type

Quality
scale agency

inspection date 03/11/2010

Run Note

truck tag

spg source

CRT

0900 0920 0945 RAP 1030 1100 1130
5.00 3.00 3.00 6.00 6.00 6.00
126 215 347 22 32 59

45080 45540 58720 44020 46100 51320
126.60 215.80 347.40 22.40 32.70 58.80

21100.00 21580.00 34740.00 4480.00 6540.00 11760.00
10.55 10.79 17.37 0.00 0.00 2.24 3.27 5.88 0.00 0.00 0.00 0.00

10.748 10.805 17.398 2.211 3.253 5.889
0.20 0.02 0.03 0.00 0.00 -0.03 -0.02 0.01 0.00 0.00 0.00 0.00

1.877 0.139 0.161 -1.295 -0.520 0.153

20201 20201 20201 3901 3901 3901
? ? ? 3952.1664 3921.3864 3895.0382

Acceptable Acceptable Acceptable Acceptable Acceptable Acceptable

23980 23960 23980 39540 39560 39560

MPQP



1100 1130 1200

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

14.56 9.20 5.02

50.1 50.4 50.5

50.10 50.40 50.50
50.1 50.4 50.5

206.46 328.70 603.59

6 6

1.0026• specific gravity

0

0.1300 0.2700 0.2300
0.2595 0.5357 0.4554

0923 0923 0923
920.6112 918.0817 918.8153

Acceptable Acceptable Acceptable
* * *

0.4169

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
50.230 50.670 50.730

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

All weights in pounds
LAS Certified for State Use in connection with the AC batch plant
LAS connected at the pug mill spray bar

Comments on Indiviual Calibration Runs

Report
Number Syar 09-01

01District

Loren Leeinspected by

Healdsburg
plant location

Syar
plant owner

Liquid Anti-Stripplant type

Quality
scale agency

inspection date 9-8-2009

Run Note

LAS

spg source

CRT

MPQP



1430 1230 1330

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds

pounds
• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

35.23 14.52 10.12
6.5 16 23

61040 37280 53180

7860.00 7980.00 7980.00
3.93 3.99 3.99 0

6.69 16.49 23.66 ?

1011 1011 1005

• specific gravity

53180 29300 45200

0.0300 -0.0200 -0.0300 0.0000
0.7634 -0.5013 -0.7519 ?
704.00 1230 704.00

698.6667 1236.1965 709.3333 ?
Acceptable Acceptable Acceptable VOID

YES YES YES

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
3.960 3.970 3.960

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

Plant Certified for State Use
Interlocks OK
Oil Span  # 704.00

Comments on Indiviual Calibration Runs

Report
Number 10-19

01District

L. Leeinspected by

200 Dinsmore Drive Fortuna “B”
plant location

Mercer Fraser
plant owner

Dryer Drumplant type

Quality/Scales Unlimited
scale agency

inspection date 05/04/2010

Run Note

Vallero

spg source

CRT

MPQP



1300 1130 1230

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

• reference scale units,
meter

• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

48.0 23.75 16

80. 79.5 80.7

80.00 79.50 80.70
80 79.5 80.7

100.00 200.84 302.63

• specific gravity

0.1000 0.6700 -0.1300
0.1250 0.8428 -0.1611

0.0000 0.0000 0.0000
Acceptable Acceptable Acceptable

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
80.100 80.170 80.570

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

This was the final test after the transmitter was replaced in the pump unit.
New Span # 14.668

Comments on Indiviual Calibration Runs

Report
Number 10-19 LAS

01District

L. Leeinspected by

Fortuna “B”
plant location

Mercer Fraser
plant owner

Liquid Anti-Stripplant type

Wilderness Technologies
scale agency

inspection date 10/15/2010

Run Note

spg source

CRT

MPQP



1130 1220 1330 1430

Actual
Weight

Gross
Tare
Net(lbs or tons)

Aggregate Tons, Actual

Test Number

Test Length (min.)
Displayed Rate (TPH)

Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Useability

Mark If Used  *

Time of Day, @ start of run
1 2 3 4 5 6 7 8 9 10 11 12

* * *

• average calibration error,
weighbelt

State of California  - Department of Transportation

AC, Rubber, Lime Slurry, Water & Other
Continuous Mixing Operations

MATERIAL PLANT QUALITY PROGRAM

pounds

pounds
• reference scale units,
meter

0.382
• average calibration error,
meter

%

Actual
Weight

Gross
Tare
Net(lbs or tons)

36.57 36.32 21.33 13.39
6.9 6.9 12.0 19

29500 38120 46820 29480

8720.00 8600.00 8700.00 8740.00
4.36 4.3 4.35 4.37 0 0 0 0 0 0 0 0

7.15 7.10 12.24 19.58

1019 1007 1008 1016

1.0260• specific gravity

20780 29520 38120 20740

-0.0560 0.0080 -0.0350 -0.0230 0.0000 0.0000 0.0000 0.0000 0.0000 0.0000 0.0000 0.0000
-1.2844 0.1860 -0.8046 -0.5263
7.9246 8.0201 7.9194 7.9581
8.0277 8.0052 7.9836 8.0002

VOID Acceptable Acceptable Acceptable
* * *

0.5057

Test Length (min.)
Displayed Rate (TPH)
Calculated Rate (TPH)

Tons Metered
Error
Percent Error
Span Used
Calculated Span

Time of Day, @ start of run

Asphalt Tons, Actual

Useability

Mark If Used  *

Gallons Metered
4.304 4.308 4.315 4.347

• reference scale units,
weighbelt

%

Weighbelt Calibration

Meter Calibration

Plant Certified for State use
All interlocks O.K.
Span Information attached

Comments on Indiviual Calibration Runs

Report
Number 11-35

01District

G. Thorpeinspected by

Blue Lake
plant location

Kernan
plant owner

Continuos HMAplant type

Andre
scale agency

inspection date 5-24-2011

Run Note

Albina

spg source

CRT

1500 1530 1600
6.00 3.00 3.00
105 200 270

44340 42860 50120
105.70 196.40 269.20

21140.00 19640.00 26920.00
10.57 9.82 13.46 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00

10.560 9.886 13.511
-0.01 0.07 0.05 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00

-0.095 0.672 0.379

18.2822 17.9080 17.5998
18.2995 17.7884 17.5334

Acceptable Acceptable Acceptable

23200 23220 23200

MPQP


